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OUR PLACE.

3924 TULLER AVE CULVER CITY, CA 90230 US

.

.

The following sample(s) was/were submitted and identified on behalf of the clients as : STAINLESS STEEL 

STEAMER.

SGS Job No. : SHHL2103008902CW - SH .

Supplier :. ZHEJIANG HONGTAI KITCHENWARE CO., LTD .

Date of Sample Received : . 15 Mar 2021.

Testing Period : . 15 Mar 2021 - 19 Mar 2021 .

Test Requested : . Selected test(s) as requested by client. .

Test Method : . Please refer to next page(s). .

Test Results : . Please refer to next page(s). .

Result Summary : .

Test Requested. Conclusion.

US FDA Generally Recognized As Safe (GRAS) Specifications –Total Chromium 

content in stainless steel ..

PASS.

. .Approved Signatory .

Eva Wang.

Signed for and on behalf of
SGS-CSTC Standards Technical Services (Shanghai) Co., Ltd..
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Test Results : .

Test Part Description : .

Specimen No.. SGS Sample ID. Material

(claimed by the client).

Description.

SN1. SHA21-043588.001 Stainless steel .Silvery metal steamer .

Remarks :

                 (1) mg/dm² = milligram per square decimeter

                 (2) mg/kg = milligram per kilogram

                 (3) ℃= degree Celsius

                 (4) < = less than

                 (5) MDL = Method Detection Limit

                 (6) ND = Not Detected ( < MDL)

US FDA Generally Recognized As Safe (GRAS) Specifications –Total Chromium 

content in stainless steel.

Test Method : . Titration method.

Test Item(s). Limit. 001.

Total Chromium,% . ≥16. 18.3.

Conclusion. PASS.
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Sample photo: .

SHAHG2104358801

SHA21-043588.001 .

SHAHG2104358801

.

SGS authenticate the photo on original report only .

*** End of Report *** .
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